
Тестови данни от изпитание на PVC промазан синтетичен брезент с тегло 700гр./кв.м.

Order NO. 1F21-2303171 Production Date April 25th, 2023 Test Date April 25th, 2023 Sample Quantity 1pcs

Product Name  coated pvc tarpaulin 700GSM/2.5M Color
RAL9006 silver grey

Mesh fabric

Test Standard

Test project

Test Data

Test Standard Standard Requirement

L /

W /

L /

W /

GB/T8808-1988 /

GB/T4669-1995 /

Adhesion (N/5cm) 221/185

1000D*1000D 30*30 ，woven yarn

GB/T1040.3-2006;DIN53363-2003;GB/T8808-1988;GB/T4669-1995;

Tensile Strength ; Tear Strength ;Adhesion;Weight;

Below

Test project Test Result

Weight (gsm) 723gsm

Tensile 

Strength(N/5cm)

 Tear 

Strength(N/5cm)

GB/T1040.3-2006

DIN53363-2003

4309

3535

549

434


